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Test Test

Original Physical Properties Method Results

Hardness, Shore A, pts. ASTM D2240 70

Tensile Strength, psi ASTM D412 2140

Ultimate Elongation, % ASTM D412 257

Specific Gravity ASTM D297 1.20

Compression Set

70 hrs. @ 248ºF(120ºC)

Percent of Original Deflection, max ASTM D395 Method B 13

Dry Heat Resistance

70 hrs. @ 248ºF(120ºC)

Hardness Change, pts. ASTM D573 +6

Tensile Change, % +2

Elongation Change, % +4

Fluid Immersion

Ethylene Glycol, 70 hrs. @ 212ºF(100ºC)

Hardness Change, Shore A pts. ASTM D471 +4

Tensile Strength Change, % 0

Ultimate Elongation Change, % -4

Volume Change, % -2

Low Temperature TR-10 ASTM D1329 -49°C

Low Temperature Brittleness

Nonbrittle after 3 min. @ -25ºC ASTM D2137 pass
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